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KamLAND-PICO outline	

•  Install PICO-LON detector into KamLAND 
•  1ton bulk NaI (1st phase)  
•  1ton planar NaI(Tl) (Final phase) 

• KamLAND is an ideal active shield. 



WIMPs search by NaI(Tl)	
• Annual modulation 
• DAMA result should be verified. 

• NaI(Tl) in northern hemisphere 
•  . 
• Highly radiopure NaI(Tl) is needed. 
•  The best NaI(Tl) in the world? 
•  In Japan, we restarted to make the best NaI(Tl)	



PICO-LON for WIMPs search	

• Planar  
• Inorganic  
• Crystal  
• Observatory for  
• LOw-
background  

• Neutr(al)ino 

• High selectivity 
• Background reduction 

• Sensitive to  
• Elastic scattering (SI+SD) 
•  Inelastic scattering (SD) 

• Study the interaction type 
of WIMPs 
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Concept of PICO-LON detector	
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Background reduction	

Segmented detector  à  Remove Compton scattering	



Design of PICO-LON	

• Requirements 

• Coincidence measurement of 127I gamma ray 
•  Thin NaI(Tl) crystal   0.1cm 

•  Low energy threshold 
•  Low energy WIMPs signal    

• Good energy resolution 
•  Background by 210Pb at 46.5keV 

•  Large acceptance 
•  Wide area crystal  10cm square ~ 18cm square 
•  Pile up modular detectors 

Eee < 5keV

ΔEee =12keV



PICO-LON single layer module	



241Am source  
Eth = 2keV 
ΔE/E=24% at 60keV	



Previous result by PICO-LON project	
DAMA	 DM-Ice	 Horiba 

(2010) 
Goal of 
PICO-LON	

natK	 <20ppb	 500ppb	 <200ppb	 <20ppb	

232Th	 0.5-0.7ppt	 50ppt	 0.6ppt	 <1ppt	
238U	 0.7-10ppt	 7.5ppt	 1.07ppt	 <1ppt 
210Pb	 5-30µBq/kg	2mBq/kg	 6mBq/kg	 <100µBq/kg	

•  U-chain:   1ppt= 12.3µBq/kg 
•  Th-chain:  1ppt= 4.0µBq/kg 
•  210Pb:       1ppt=2.5kBq/kg	



R&D for pure NaI(Tl) production	

• Crystal growth by I.S.C. Lab. 
• Crucible selection 
• Raw material of NaI selection 
• Surroundings of a plant 

• 3.0’’φX3.0’’  NaI(Tl) 
• Five different conditions 
• Improvement step by step 
　	



Pulse shape discrimination for  
alpha/beta selection	
Small difference of pulse shape	

Decay time 
α　　　　190ns　 
β/γ  　　230ns	

200ns	

1000ns	

Partial	

Full	

Gate	

α	

β/γ	
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Entries  3377
Mean     3327
RMS     564.2
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I23A
Entries  200
Mean     3105
RMS     906.8
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I24A
Entries  256
Mean     2635
RMS     946.5
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 / ndf 2χ  296.5 / 257
p0        1.3±     1 
p3        1.95± 24.91 
p6        1.60± 26.39 
p9        1.41± 27.25 
p12       0.2±     1 
p15       0.975± 1.792 
p18       0.7±     1 
p21       0.2±     1 
p24       0.563± 7.286 
p25       0.000138± -0.001168 
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216Po 

Th chain 
U chain	

NaI(Tl) ingot #20  Live time 28 days	



Alpha ENERGY(keV)
4000 4500 5000 5500 6000 6500 7000

CO
UN

TS

0

5

10

15

20

25

30

35

40

45 226Ra	
222Rn	

210Po	

218Po	
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Preliminary!	



Preliminary analysis (µBq/kg)	
α　source Ingot 16 Ingot 18 Ingot 20 Ingot 23 

U 
chain 

210Po 9600±100 1825±45 440±22 50 

226Ra   4510±60   308±26 81±11 100 

234U+230Th   520±73   1161±38 372±23 <100 

Th 
chain 

228Th   243±11   255±12 60±14 <1 



Present result 	
DAMA	 DM-Ice	 Ingot 23 

	
Goal of 
PICO-LON	

natK	 <20ppb	 500ppb	 Not yet	 <20ppb	

232Th	 0.5-0.7ppt	50ppt	 <1 ppt	 <1ppt	
238U	 0.7-10ppt	 7.5ppt	 ~8 ppt	 <1ppt 
210Pb 
µBq/kg	

5-30	 2000	 ~50	 <100	

•  U-chain:   1ppt= 12.3µBq/kg 
•  Th-chain:  1ppt= 4.0µBq/kg 
•  210Pb:       1ppt=2.5kBq/kg	



Results for performance	

• Low energy threshold 
• 2keV electron equivalent. 
 

• Crystal purification  
• R&D in progress 
• 210Pb was effectively reduced. 
• 40K to be measured.  



KamLAND-PICO	

•  Install PICO-LON detector into KamLAND 
• KamLAND is an ideal active shield. 



BG Simulation of KamLAND-PICO 

Pure water	

Buffer oil	

Isoparaffin and dodecane	

Liquid scintillator	

Dodecane, 
Pseudocumene,
PPO	

  NaI(Tl)   PMT 



Low energy region 214Bi in NaI(Tl) 	

        Energy threshold of KamLAND	

               100keV 180keV 400keV                                         



6.Estimated background   (Preliminary!!)	
 
   
 

DAMA  
　BG~1/kg/day/keV 
 
KamLAND-PICO 
　BG ~ 0.5/kg/day/keV 
 (natK ~ 200ppb) 
 
 

　	
　	
40K  PMT glass	     5.3x10-5	

232Th PMT glass	     2.7x10-4	

40K   PMTcase	     2.7x10-4	

210Pb  NaI(Tl)                　　　	

212Pb NaI(Tl)     1x10-4 

40K     NaI(Tl) 
40K light guide	     9x10-2 

232Th light guide	     2.7x10-7 

40K reinforcement	     5x10-2 

232Th reinforcement	     5.5x10-7 

events/kg/day/keV 

3x10-2	

3x10-1	



10 210 310
-910

-810

-710

-610

-510

-410

-310

Graph
16 G. Angloher et al.: Results from 730 kg days of the CRESST-II Dark Matter Search

-0.1 -0.05 0 0.05 0.1 0.15 0.2 0.25 0.3
light yield

0

2

4

6

8

10

ac
ce

pt
ed

 e
ve

nt
s 

/ 0
.0

2

total
WIMP signal
γ bck
Pb recoil bck
α bck
neutron bck

Fig. 12. (Color online) Light yield distribution of the accepted
events, together with the expected contributions of the back-
grounds and the possible signal. The solid and dashed lines
correspond to the parameter values in M1 and M2, respec-
tively.

6.2 Significance of a Signal

As described in Section 5.1, the likelihood function can be
used to infer whether our observation can be statistically
explained by the assumed backgrounds alone. To this end,
we employ the likelihood ratio test. The result of this test
naturally depends on the best fit point in parameter space,
and we thus perform the test for both likelihood maxima
discussed above. The resulting statistical significances, at
which we can reject the background-only hypothesis, are

for M1: 4.7�
for M2: 4.2�.

In the light of this result it seems unlikely that the
backgrounds which have been considered can explain the
data, and an additional source of events is indicated.
Dark Matter particles, in the form of coherently scatter-
ing WIMPs, would be a source with suitable properties.
We note, however, that the background contributions are
still relatively large. A reduction of the overall background
level will reduce remaining uncertainties in modeling these
backgrounds and is planned for the next run of CRESST
(see Section 7).

6.3 WIMP Parameter Space

In spite of this uncertainty, it is interesting to study the
WIMP parameter space which would be compatible with
our observations. Fig. 13 shows the location of the two
likelihood maxima in the (m�,�WN)-plane, together with
the 1� and 2� confidence regions derived as described in
Section 5.1. The contours have been calculated with re-
spect to the global likelihood maximum M1. We note that
the parameters compatible with our observation are con-
sistent with the CRESST exclusion limit obtained in an
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Fig. 13. The WIMP parameter space compatible with the
CRESST results discussed here, using the background model
described in the text, together with the exclusion limits from
CDMS-II [12], XENON100 [13], and EDELWEISS-II [14], as
well as the CRESST limit obtained in an earlier run [1]. Ad-
ditionally, we show the 90% confidence regions favored by Co-
GeNT [15] and DAMA/LIBRA [16] (without and with ion
channeling). The CRESST contours have been calculated with
respect to the global likelihood maximum M1.

earlier run [1], but in considerable tension with the limits
published by the CDMS-II [12] and XENON100 [13] ex-
periments. The parameter regions compatible with the ob-
servation of DAMA/LIBRA (regions taken from [16]) and
CoGeNT [15] are located somewhat outside the CRESST
region.

7 Future Developments

Several detector improvements aimed at a reduction of the
overall background level are currently being implemented.
The most important one addresses the reduction of the al-
pha and lead recoil backgrounds. The bronze clamps hold-
ing the target crystal were identified as the source of these
two types of backgrounds. They will be replaced by clamps
with a substantially lower level of contamination. A sig-
nificant reduction of this background would evidently re-
duce the overall uncertainties of our background models
and allow for a much more reliable identification of the
properties of a possible signal.

Another modification addresses the neutron back-
ground. An additional layer of polyethylene shielding
(PE), installed inside the vacuum can of the cryostat, will
complement the present neutron PE shielding which is
located outside the lead and copper shieldings.

The last background discussed in this work is the leak-
age from the e/�-band. Most of these background events
are due to internal contaminations of the target crystals
so that the search for alternative, cleaner materials and/or
production procedures is of high importance. The mate-
rial ZnWO4, already tested in this run, is a promising
candidate in this respect.

Expected sensitivity (Elastic, 1ton*yr) 
       0.5/day/kg/keV Eth=1keV	



Summary	

• PICO-LON for WIMPs search 
• High sensitivity to all the types of interaction. 

•  Elastic scattering for SD+SI 
•  Inelastic scattering for SD 

• Good performance for WIMPs search 
• KamLAND-PICO  

•  Low background study for NaI(Tl) with 4π  
  active shield. 

• Detector performance   

•  Impurity of NaI(Tl)  OK	

OK	


